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	Element
	Composition
	Lower Confidence interval 
	Upper Confidence interval 

	at% 
	S
	52.5
	52.4
	52.6

	
	Zn
	42.4
	42.3
	42.5

	
	Fe
	4.32
	4.32
	4.33

	
	Co
	0.696
	0.692
	0.701

	
	
	
	
	

	at ppm
	Mn
	179
	174
	185

	
	Cd
	103
	84
	120

	
	Se
	44.1
	39.3
	94.6

	
	In
	34.7
	30.1
	39.9



Supplementary Figure 5. Supplementary Table 1. Sphalerite composition (in at%) using the AtomProbeLab Matlab script (London, 2019).
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