Table 1. Evaluation of Carbonate contents in fin spine bone powder

	Mass 44 intensity
	Weight of fin spine sample (µg)
	Calculated weight of carbonate (ug)
	Carbonate content       (%)

	4.7E-10
	46
	3
	6.5

	1.8E-09
	193
	11
	5.7

	1.0E-09
	117
	8
	6.7

	3.0E-09
	262
	16
	6.0

	3.5E-09
	315
	18
	5.6

	4.7E-09
	440
	22
	5.1




