	Diameter/nm
	Particles/mL
	FWHM/nm
	Percentage

	119.7
	7.7E+6 
	82.6 
	93.5 

	36.2
	6.5E+5 
	16.4
	5.8 

	7.1
	5.0E+4 
	1.7
	0.3 

	583.6
	1.0E+4 
	119.0 
	0.0 

	777.8
	8.8E+3
	248.4
	0.0


Supplementary Table 1. Results of NTA particle size peak analysis of GDNPs

