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The polymeric materials have presented a great development in adsorption processes for the treatment of polluted waters. The aim of the current review is to present the recent developments in this field of study by examining research of systems like functional water-soluble polymers and water-soluble polymer-metal complexes coupled to ultrafiltration membranes for decontamination processes in liquid-liquid phase. Noticing that a water-soluble polymer can be turned into insoluble compounds by setting a crosslinking point, connecting the polymer chains leading to polymer resins suitable for solid-liquid extraction processes. Moreover, these crosslinked polymers can be used to develop more complex systems such as (nano)composite and hybrid adsorbents, combining the polymers with inorganic moieties such as metal oxides. This combination results in novel materials that overcome some drawbacks of each separated components and enhance the sorption performance. In addition, new trends in hybrid methods combining of water-soluble polymers, membranes, and electrocatalysis/photocatalysis to remove inorganic pollutants have been discussed in this review.
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INTRODUCTION

Several extraction methods are currently applied to remove pollutants from natural water or wastewater. These methods are mainly liquid-liquid extraction, adsorption, precipitation, and others, which are based on the distribution of two phases (Sincero and Sincero, 2002; Stuetz and Stephenson, 2009). Among them, the membrane and adsorption processes are the most developed and mainly use polymeric materials.

A variety of water-soluble polymers are commercially available or can be obtained through synthetic routes. Usually, functional polymers can be obtained by addition polymerization via free radical polymerization (Rivas et al., 2003) or through techniques that provide greater control over the molecular structure such as atom transfer radical polymerization (ATRP) (Matyjaszewski et al., 2000; Li et al., 2005). A functional polymer can be identified as a compound that has functional groups (e.g., carboxylic acid, hydroxyl or amino groups) or as a polymer that performs a specific function (Rivas et al., 2011).

The functional polymers may contain one or more coordination groups, ionizable groups, or groups with a permanent charge in the main chain or side chain. Those polymers that exclusively possess groups that form complexes with metals, such as carboxylic acids, amines, amides, amino acids, alcohols, pyridines, among others, are called polychelatogens (Rivas et al., 2003). The flexibility of these functional groups to interact with the metal ions can be provided by adding spacer groups or increasing the distance of the functional group from the main chain. Similarly, the water-soluble polymers can be a homo- or copolymer, where with an adequate selection of the comonomers, properties such as the solubility, sorption capacity of metal ions, and selectivity can be improved or controlled (Rivas et al., 2011).

Then, the removal of metal or metalloid ions from aqueous sources can be reachedby water-soluble polymers used in combination with ultrafiltration membranes in a technique called liquid-phase polymer-based retention (LPR), which will be described in this review.

The water-soluble polymers can be turned into insoluble compounds by setting a crosslinking point, thus connecting the polymer chains leading to polymer resins (see Figure 1). For decades, organic resins have been demonstrated to be an essential material for the retention of species by ion-exchange. Some advantages are the mechanical and chemical stability, high exchange capacity, and possibility to select the ligand group (Zagorodni, 2007).
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FIGURE 1. Scheme of the structure of different polymer-based materials for adsorption processes.



Polymer matrices of resins can be of synthetic nature or biopolymers. Similarly, to water-soluble polymers, for their use in the area of heavy metal pollutant removal from aqueous sources, the polymer must possess ionizable groups that allow interaction with an ionic species through electrostatic forces or groups capable of forming a chelate establishing coordination bonds with the metal. In these cases, it is usual to use polymers that have groups such as sulfonic acids, carboxylic acids, ammonium, and amine or chelating agents such as iminodiacetic, N-methyl-D-glucamine, amidoxime, aminophosphonic acids, thiourea, and 2-picolylamine (Da̧Browski et al., 2004; Zagorodni, 2007; Alexandratos, 2009). The incorporation of a moiety of different chemical nature into the polymer matrix, such as one with an inorganic nature, can lead to a composite material that can exhibit novel properties and functions.

A composite material is a material consisting of two phases of different chemical nature (organic, metal, or ceramic), where the phase in greater proportion is the matrix, and the filler corresponds to that in the lowest proportion. When the filler particles are on a nanometer scale, i.e., between 1 and 100 nm in at least one dimension, the resulting material is referred to as a nanocomposite. A hybrid material is understood to be a material in which the organic phase (polymer) and inorganic (e.g., oxide) are mixed at the molecular level and corresponds to a compound with a high homogeneity, where the inorganic phase is often obtained in-situ from inorganic precursors through a sol-gel process. A nanocomposite is characterized because the array has scattered discrete structural units (see Figure 1). The IUPAC defines a hybrid material as a material composed of an intimate mixture of inorganic components, organic components, or both types of components (IUPAC, 1997). Meanwhile, a nanocomposite is defined as a composite in which at least one of the phase domains have at least one dimension on the order of nanometers (IUPAC, 1997). Despite these differences, there is an unclear limit of the definitions, and diverse authors use the terms nanocomposite and hybrid interchangeably.

NANOPARTICLES, POLYMER NANOCOMPOSITES, AND HYBRIDS FOR METAL ION SORPTION

Nanoparticles

The advances in nanoscience and nanotechnology during the last few decades have developed nanoparticles with different chemical natures, shapes, functionalities, etc. Carbon-based nanoparticles (carbon nanotubes, graphene, and graphene oxide), metal and metal oxide-based nanoparticles (Ag, Au, Fe, TiO2, SiO2, Fe2O3, ZrO2, ZnO, etc.) and layered silicates (montmorillonite, vermiculite, kaolin, etc.) have exhibited tremendous development due their exceptional properties on the nanoscale (Spitalsky et al., 2010; Rhim et al., 2013; Hu et al., 2014; Liu et al., 2014; Kotal and Bhowmick, 2015). Nanomaterials to be used as adsorbents are interesting because they exhibit a large specific area, high reactivity, fast kinetics and specific affinity to various contaminants (Zhang et al., 2016). For example, carbon nanotubes (CNT) consist of graphene sheets rolled up in a tubular fashion, and according to the synthetic method, single wall carbon nanotubes (SWCNT) or multiwalled carbon nanotubes (MWCNT) can be obtained (Spitalsky et al., 2010). CNT are known for their exceptional mechanical and electric properties as well as their high chemical and thermal stability. To be used as a metal ion sorbent, the graphene layers have to be oxidized to introduce oxygen-containing functional groups that increase the sorption capacity of the carbon material, and in this way CNT have been studied for their ability to adsorb Cu(II), Pb(II), Cd(II), Co(II), Cu(II), Zn (II), Mn(II), Ni(II), and Hg(II) (Li et al., 2003; Chen and Wang, 2006; Stafiej and Pyrzynska, 2007). Additionally, functionalized CNT have been synthesized to enhance the sorption capacity or to provide selectivity to the adsorption, for example amine-based compounds can be attached to the surface of nanotubes for Cu(II) and Pb(II) sorption (Zang et al., 2009; Vuković et al., 2011; Chen et al., 2017; Singha Deb et al., 2017), and a thiol-based compound can be used for Hg(II) sorption due to the high affinity of mercury toward sulfur compounds (Bandaru et al., 2013; Hadavifar et al., 2014; Singha Deb et al., 2017). Meanwhile, other moieties such as iminodiacetic groups (Cui et al., 2012), humic acid (Côa et al., 2017), and cyclodextrins (Hu et al., 2010), among others, can also be used. On the other hand, graphene consists of a single layer of carbon hexagonally arranged, which presents exceptional thermal and electrical conductivity due to the π bonds. These surface characteristics are not favorable to retain metal ions on its surface. However, oxidation into graphene oxide (GO) and the addition of oxygen-containing functional groups to the surface, resulting in a material with a high specific area with the capability for metal ion adsorption. In this way, GO has been used for the adsorption of metal ions such a Cu(II), Cd(II), and Ni(II) (Tan et al., 2015) as well as U(VI) (Wang et al., 2016). Similarly, to the functionalization of CNT, the GO surface has been surface modified with EDTA for Pb(II) sorption (Madadrang et al., 2012) or poly(amidoamine) for Cu(II), (Zn(II), Pb(II), Fe(III), and Cr(III) sorption (Yuan et al., 2013).

The use of metal oxides in adsorption processes is attractive due to their amphoteric character together with their properties at the nanoscale size (large surface area and high activities by the size-quantization effect) (see Table 1). The materials that emerge as attractive nanomaterials for wastewater treatment include iron oxides, aluminum oxides, manganese oxides, titanium oxides, magnesium oxides and cerium oxides, which are the most studied materials (Hua et al., 2012). Iron is an abundant element on the earth, and its facile extraction can produce low-cost iron oxide adsorbents. Goethite (α-FeOOH) (Trivedi et al., 2001; Gerth, 2005; Xu et al., 2006; Brümmer et al., 2013), hematite (α-Fe2O3) (Jeon et al., 2004; Grover et al., 2012; Ahmed et al., 2013), and maghemite (γ-Fe2O3) (Ahmadi et al., 2014; Chávez-Guajardo et al., 2015; Madrakian et al., 2015; Rajput et al., 2017) are examples of iron oxides used for metal ion sorption.


Table 1. pHpzc for different metal oxides (Fierro, 2005; Kosmulski, 2011).
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Despite the advantageous properties of nanomaterials, their application in large-scale adsorption processes faces several obstacles, especially in flow-through systems such as a fixed bed column or reactive barrier (Zhang et al., 2016). Their inherent tendency to agglomerate, the potential nanoparticle leaching in treated effluent, their separation from purified water and pressure drops are technical issues hard to overcome. An effective solution to these technical issues is to immobilize the nanomaterial onto/into larger particles such as activated carbon, silica particles, and polymers (Zhao et al., 2011).

Synthesis of Nanocomposites and Hybrids

The reason for mixing compounds of different chemical nature is the synergy that can be obtained from species with dissimilar properties (e.g., polymer and metal oxide) in only one material. First, the incorporation of an inorganic nanofiller (or carbon-based nanoparticles) into a polymer matrix provides enhancement of the mechanical and thermal properties of the material, or the addition of nanoparticles (e.g., CNT, graphene, etc.) confers electrical conductivity to the polymer (Spitalsky et al., 2010; Kotal and Bhowmick, 2015). For adsorption processes, the incorporation of nanoparticles into the polymer network not only can increase the mechanical strength (or thermal strength) and help to overcome the unfavorable characteristics on the large scale but also add new adsorption sites (Sarkar et al., 2011; Zhao et al., 2011). Furthermore, the synthesis of the polymer can be can tailored to control the porosity, surface chemistry, adsorption active sites, swelling and mechanical properties. Hence, the polymer properties as an adsorbent along with the nanoparticle characteristics result in novel composite materials with superior performance for water treatment.

The synthesis of nanocomposite materials can be obtained through different ways, for example: melt intercalation, solution intercalation, and in-situ polymerization (Pavlidou and Papaspyrides, 2008). In melt intercalation, although it is considered environmentally friendly compared to the other synthesis methods, the processing conditions, such as the modification of the filler particles and compatibilizer agents used, play an important role in obtaining a nanocomposite with a proper dispersion of the nanoparticles. However, this process is useful for the synthesis of a polyolefin nanocomposite, but for a polymer possessing functional groups for an adsorption process, it can exhibit degradation and side reactions because of the temperature and the shear forces during the mixing. Additionally, intercalation in solution requires the solubilization of the polymer and the dispersion of the nanoparticles in an appropriate solvent. The agitation of the mixture favors the intercalation of the polymer between the nanoparticles, enhancing the dispersion and distribution of the filler, and then, the polymer nanocomposite is obtained by the removal of the solvent. This strategy seems to be more suitable to obtain a nanocomposite due to the milder conditions compared to melting intercalation; however, this technique (together with melt intercalation) does not allow reticulated polymer to be obtained that provides stabilization to the composite in the sorption process. The technique of in-situ polymerization presents several advantages compared to the other strategies because it allows thermoplastics and thermoset polymer nanocomposites to be obtained. In addition, the in-situ polymerization provides greater flexibility in the synthesis, thus allowing the modification of nanoparticles on the surface with compounds that favor the dispersion or functionalization of the surface to produce reactions during the polymerization, among others. Additionally, through this technique, it is possible to achieve a higher dispersion of the nanoparticles and allow the formation of a crosslinked polymer hosting the nanoparticles in the polymeric network.

Obtaining a hybrid material, in general, requires the in-situ formation of its components (especially the inorganic phase), whereas the organic phase polymer comes from the monomers and the inorganic phase can be obtained from a precursor via a sol-gel process.

The sol-gel process occurs in milder experimental conditions compared to other inorganic materials in a solid state obtained at high temperatures; however, the inorganic solids obtained are usually amorphous, and crystalline phases are distinguishable at the microscopic scale. In this way the sol-gel process emerges as a viable alternative to combine with a polymeric material (Wen and Wilkes, 1996). The sol-gel process is chemically related to a polycondensation, resulting in a three-dimensional network obtained through condensation reactions of small molecules. The process begins with the hydrolysis of an alkoxide of a metal to produce hydroxyl groups, and then, the condensation of the hydroxyl groups occurs to form the three-dimensional network and to generate a residual alkoxide group. Typically, inorganic precursors are the type M(OR)n, where M represents an element of the type Si, Ti, Zr, Al, B, etc. and R is an alkyl group (CxH2x−1). The structure and morphology of the inorganic network formed depends on several variables, such as the nature of the catalyst, the alkoxide, the acidity, the reactivity of the metal or metalloid, etc. The mild reaction conditions that are required in a sol-gel process together with the broad types of solvents that are compatible allow a polymerization reaction to occur before, during, or after a sol-gel process. In this way, the hybrid can be obtained by i) impregnation of an inorganic precursor in a polymer previously synthesized, (ii) impregnation of monomers (or prepolymers or polymers) in an inorganic compound and subsequent polymerization, and (iii) through a polymerization reaction and simultaneous sol-gel process (Kickelbick, 2007). In the case of the strategies (i) and (ii), the compatibility between the phases is crucial to achieve a mixture at the molecular level, and for this reason, the oxide-polymer interaction should be as similar as possible to the interactions between polymer-polymer and oxide. To this end, the starting materials can be functionalized to facilitate interaction between the phases using reactive and non-reactive coupling agents.

Metal Ion Sorption

The polymer matrix of the nanocomposite and hybrid can possess cationic, anionic or chelating groups in the main chain, and depending on them, the nanocomposite will be an anion/cation ion exchanger. Except for chelating groups, these functions are not specific for adsorbing metal ions, and their main role in a nanocomposite is to provide access to the ions by their movement into the polymer through the Donnan exclusion principle (Cumbal and SenGupta, 2005). Furthermore, depending on the nature of the nanoparticles, the compound can exhibit specific sorption toward the metal ions through electrostatic or ligand interactions. The polymer supports often used to prepare these composites are polystyrene crosslinked polymers having fixed cationic or anionic charges (ion exchange resins) with a macroporous structure that are commercially available.

Clays correspond to a type of nanofiller extensively used extensively studied to prepare polymer-clay nanocomposites because of the dramatic changes in properties such as mechanical, barrier and flammability properties of polymers. This compounds are natural ion exchange materials that can be an anion or cation exchanger, such as double layered hydroxide or montmorillonite, respectively, and then, besides their reinforcing character, clays can be a component of a polymeric adsorbent for the removal of Cu(II), Pb(II) and Cd(II) (Say et al., 2006; Kaşgöz et al., 2008; Urbano and Rivas, 2012, 2014) as well as oxyanions such Cr(VI) (Pandey and Mishra, 2011) or As(V) (Urbano et al., 2012a,b). In this case, the addition of clays can enhance not only the sorption properties of the polymer, but also increase the swelling capacity favoring the access of pollutants in the polymer network and the mechanical stability of the sorbent (Zhang et al., 2005; Zheng et al., 2007).

The polymer-iron oxide nanocomposite is one of the most studied materials for metal ion capture. Iron oxide (nano)particles are considered to be an efficient low-cost adsorbent and geo-chemically important due to their interaction with oxyanions and cations (Zhang et al., 2016). Zhang et al. recently prepared a hydrogel based on hydrous ferric oxide (HFO) nanoparticles imbibed into a porous poly(trans-aconitic acid/2-hydroxyethyl acrylate) via an in-situ precipitation method for the sorption of Pb(II), Cu(II), Cd(II), and Ni(II)(Zhang and Li, 2017). In this case, the contribution of HFO nanoparticles was an increase in sorption capacity of the polymer through the formation of inner sphere complexes with the metal cations. Quaternary, ternary and binary ion solutions revealed that the system exhibited more affinity toward Pb(II) and the sorption mechanism was chemisorption (Zhang and Li, 2017). Magnetic separation is one of the promising methods for an environmental purification technique, and hence, the incorporation of magnetic iron oxide leads to adsorbents with the capability to be separated from the mixture using magnetic forces. In this way, several polymer matrices including synthetic and biopolymers have included magnetic iron oxide for the removal of Pb(II), Cd(II), Hg(II), Cu(II), Ni(II), and Co(II) (Zhou et al., 2009; Monier et al., 2010; Fan et al., 2013; Sekhavat Pour and Ghaemy, 2016). Oxyanion contaminants such as arsenate, arsenite, chromate, and vanadate, among others, adsorb onto metal (hydr)oxide surfaces forming stable monodentate or bidentate inner-sphere complexes via ligand exchange with OH−or OH2 groups (Hristovski and Markovski, 2017). Among the oxyanion pollutants, arsenic (organic and inorganic species) exhibits among the highest toxicity, and its remediation through adsorption and ion exchange techniques has been broadly studied. Particularly, arsenate-ferric (hydr)oxide monodentate complexes exhibits Gibbs energies ranging from −23 to −38 kJ/mol, whereas those of bidentate complexes range from −11 to −55 kJ/mol, and this stable interaction has been exploited for arsenic pollution remediation (Farrell and Chaudhary, 2013). In fact, diverse iron-(hydr)oxide-based adsorbents are commercially available for arsenic sorption (e.g., Bayoxide, GEH-102, NXT-2, etc.) (see Figure 2). The incorporation of iron (hydr)oxide nanoparticles into anion exchange resins bearing quaternary ammonium groups (N+R4) allows the benefits of both materials to be combined; the nanoparticles provide stable interactions with arsenite and arsenate species, a large specific surface area, and selectivity, while the polymer offers access to the arsenicals into the polymer, ion exchange interaction with arsenate, better hydraulic performance, etc. Hydrated ferric oxide (HFO) nanoparticles were successfully incorporated in cationic and anionic ion exchange resins (DeMarco et al., 2003; Cumbal and SenGupta, 2005; Vatutsina et al., 2007; Iesan et al., 2008), demonstrating that an anionic composite adsorbent offered a substantially higher arsenate removal capacity compared to the cation exchanger (Cumbal and SenGupta, 2005). Li et al. studied the size confinement effect of the host pore structure on the adsorption of As(V) by HFO nanoparticles embedded into anion exchange resins (Li et al., 2016). The main findings were that the diameter of the nanoparticles decreased with the decrease of the average pore size of the reticulated polymer, and this led to an increased sorption capacity and better performance in fixed bed column experiments.


[image: image]

FIGURE 2. Scheme of the interaction between arsenic oxyanions with the metal oxide surface. (A) inner sphere complexes, (B) outer sphere complexes.



Another oxide nanoparticles recently studied in their ability to retain inorganic pollutant is the zirconium oxide. In this way, ZrO2 nanoparticles have been dispersed into a cation exchange resins (sulfonated) and successfully used for Pb(II) sorption, displaying an increased sorption capacity compared to the unloaded resin, and the role of sulfonate groups was enhancing the dispersion of ZrO2 nanoparticles together with favoring the diffusion of Pb(II) ions (Zhang et al., 2013a). Similarly, the sorption of Cd(II) ions was enhanced by the incorporation of zirconium phosphate into a strong cation exchanger (Jia et al., 2009). More recently, the capabilities of zirconium (hydr)oxide have been studied toward arsenic sorption (Hristovski et al., 2008; Hang et al., 2012; Cui et al., 2013). It's believed that the interaction of arsenic with zirconium oxide is more stable than that observed for ferric oxide (Pan et al., 2014). In general, the preparation of polymer-zirconium (hydr)oxide nanocomposite consists of loading the inorganic precursor zirconium oxychloride (ZrOCl2·8H2O) into the polymer, followed by the treatment with alkaline solution to produce the zirconium hydroxide and then heating to form the hydrated zirconium oxide. Polymer–zirconium oxide nanoparticles have been successfully applied in the sorption of As(V), As(III), Cr(VI), and fluoride (Kosmulski, 2002; Mandal et al., 2013; Pan et al., 2013, 2014; Padungthon et al., 2014; Hua et al., 2017). Furthermore, titanium oxide (Borai et al., 2015; Urbano et al., 2015; Mahmoud et al., 2017) and aluminum oxide (Onnby et al., 2012; Praipipat et al., 2017) nanocomposites have been obtained to be used as adsorbents.

Hybrid materials where the organic and inorganic phase are intimately mixed can be obtained for metal ion depollution. A cationic polymer-hydrous zirconium oxide hybrid was recently prepared (Pérez et al., 2016; Toledo et al., 2018). The hybrid exhibited the capability to retain arsenite and arsenate directly, and the sorption to various arsenic species was modulated by changing the inorganic-polymeric composition in the material. Another similar hybrid was prepared using aluminum oxyhydroxide as the inorganic moiety (Pérez et al., 2016). On the other hand, Cr(VI) oxyanions were effectively removed from aqueous solution using a gelatin–silica-based adsorbent material obtained by the sol–gel process (Thakur and Chauhan, 2014). Dong et al. prepared a hybrid sorbet for Cu(II) removal using pyromellitic acid dianhydride (PMDA) and N-[3-(trimethoxysilyl)propyl] ethylene diamine (TMSPEDA) in a sol–gel reaction. The resulting hybrid exhibits anion and cation exchange capabilities (Dong et al., 2011). Likewise, the sorption of Cu(II) was carried out with novel hybrid adsorbentscontaining thiol groups. The hybrid was synthesized through a sol-gel reaction of 3-mercaptopropyl trimethoxysilane in the presence of poly(ethyleneglycol), followed by crosslinking with acetaldehyde (Zhang et al., 2013b). Simultaneous radical polymerization/sol-gel process for obtaining a hybrid based on the copolymer poly[acrylic acid-co-3-(trimethoxysilyl) propylmethacrylate]–aluminum oxide was obtained for Ni(II),Cu(II), Cd(II), andPb(II) sorption. The synthesized hybrid had different contents of 3-(trimethoxysilyl) propylmethacrylatecomonomer that in turn acted as a coupling agent, and solely the change of this compound modified the sorption performance of the hybrid (Campos et al., 2015). The sorption of rare earth metals such as La(III), Nd(III), Eu(III), Dy(III), and Lu(III) onto a hybrid material was investigated by Roosen et al. The hybrid was comprised of chiton-silica moieties and further functionalized with ethylenediaminetetraacetic acid (EDTA) as well as diethylenetriaminepentaacetic acid (DTPA) (Roosen et al., 2014). Interestingly, the order of affinity among the metal ions follows the same order corresponding to the stability constants between the lanthanide ions and non-immobilized DTPA (Roosen et al., 2014).

Firstly, we envision that the future research trends in the field of composite adsorbent compounds should focus on the obtaining of materials with a high specific surface to give a high contact area between the adsorbent and the contaminant. Also, to synthesize more stable composites (mechanical and chemically) during the adsorption process, the interaction between the organic-inorganic phases is of greater importance. By setting firm bonds at the organic-inorganic interface, the loss of some of the constituents and the consequent impair performance can be avoided. Secondly, and from a commercial perspective, research on composite adsorbents should be addressed toward their production on a larger scale, competitive in sorption capacity and operating costs. Currently, aluminum- silica, and iron-based compound (as inorganic adsorbent), and ion exchange resins (as organic adsorbents) are widely available in the market for its high sorption capacity and low operational cost. Although, some composite adsorbents compounds have reached their marketing successfully (Lewatit, Ferrix), in general, the complexities of these composite systems increase the costs by making them less attractive to its arrival on the market. In this sense, the development of highly selective adsorbents, novel architectures, high stability, or materials with a significant improvement in the performance compared to existing adsorbents, can find a niche for their development and eventually reach their marketing.

WATER-SOLUBLE FUNCTIONAL POLYMERS AND MEMBRANES: LPR TECHNIQUE

The LPR technique easily allows the separation of several species (metal ions, metalloids and organic pollutants), which are bonded to water-soluble polymers. Many applications of water-soluble polymers for the selective separation or concentration of various metal ions from water, have been reported in the literature. The ultrafiltration membrane is the most suitable filter for LPR studies, and a huge amount of data has being reported (Sánchez and Rivas, 2011).

A great advantage of the LPR is the retention of inorganic species in a homogenous medium, avoiding in great part the mass transfer phenomena or diffusion phenomena that are present in a heterogeneous system. For LPR studies, a polymer with a high molecular weight (above 100 kDa) interacts with the anions, and the ultrafiltration membrane retains the new polymer-anion. Normally, poly(ether sulfone) or regenerated cellulose are used as ultrafiltration membranes with a size exclusion molecular weight of 10 kDa, which is much lower than the molecular weight of the polymer. The washing method is similar to a batch-system. A unique polymer:anion solution ratio is put on the cell, and it is washed at constant volume with bi-distillated water at a certain pH. The separation process is evaluated as a percentage of removal [R(%)] versus a filtration factor (Z). The filtration factor is defined as the ratio of the filtrate volume (Vf) to the cell volume (Vo) (Sánchez and Rivas, 2011).

Metal Cation Removal

The scientific community is interested to find new methods to produce water of quality, using technologies of low cost, easy use, and higher efficiency compared to conventional treatment such as coagulation and flocculation, chemical precipitation, electrochemical treatment, adsorption, and ion-exchange (Asman, 2009; Chen et al., 2009; Doula, 2009; Nanseu-Njiki et al., 2009; Duan et al., 2010; Jiang et al., 2010). The formation of a coordinate bond or ionic bond can be a result of interactions between the functional polymer and metal ions in solution. However, weaker interactions should also be considered (Rivas et al., 2011). The nature of the polymer–metal ion interaction can be classified into two groups. The first group includes the nature of polymer and the second group includes the nature of the aqueous media (Rivas et al., 2011).

The LPR technique with poly(2-acrylamido-2-methylpropanesulfonate sodium) (PAMPS) as sorbent was used for the removal of heavy metal ions from water. The results showed a high retention for various metal ions (Rivas et al., 2001). Despite these good results, the selectivity of the technique can be improved. One alternative for improving these results is the use of copolymer based on AMPS with a nonionic monomer with a higher tendency to coordinate one of several metal ions in solution (Valle et al., 2015). In another study, PAMPS, PVP, a blend of both homopolymers and poly(VP-co-AMPS) were studied comparatively as sorbents of Cu(II), Cd(II), and Ni(II), by LPR technique (Valle et al., 2015).

PAMPS is a homopolymer that exhibited the highest retention capacity (around of 60%) of Cu(II), Cd(II), and Ni(II) at pHs 3.2 and 5.7. This behavior can be explained by the electrostatic interaction of metal ions with sulfonate groups located at the external position of the helical structure of PAMPS (Liekens et al., 1997). In addition, the folding of the linear polymers with AMPS groups in its structure avoids the electrostatic repulsion between the sulfonate groups contributing to the accessibility of the metal ions (Fisher et al., 1977).

The (%R) of PAMPS was similar at both pH values (3.2 and 5.7), which indicates that the protons of the media are not interfering on the metal removal. In the pH range studied, the behavior of PAMPS is consistent with the pKa = 1.5 reported for the sulfonic acid groups (Cavus and Gurdag, 2009). At both pH values, the retention profiles decrease slowly as a function of the volume of filtrate. Comparatively PVP and PAMPS exhibited a different behavior toward the metal ions. The PVP contain an electron donor amide functional group that acts as a ligand in the complexation of metal ions (Valle et al., 2015). PVP does not contain ionizable groups and this allows a major folding of the macromolecular chains, which diminished the access of metal ions to PVP compared to PAMPS. It is also probably that amide group of PVP can complex more than one metal ion, while sulfonate groups of PAMPS can complex a single metal ion. The experimental results indicated the retention of Ni(II) was achieved selectively compared to null retention of Cu(II) and Cd(II) at both pH values using PVP at pH 3.2 and 5.7. This behavior suggests a more adaptable macromolecular conformation of PVP to interact with nickel ions, probably because of its smaller ionic radius compared to Cd(II) and Cu(II) (Valle et al., 2015).

The copolymer compared to homopolymers showed different retention behavior toward metal ions. PAMPS presented a high retention capacity of all of the metal ions at both pH values, while PVP showed a selective retention for nickel ions. On the other hand, the retention capacity of copolymer was lower compared to PAMPS. However, the copolymer showed a marked selectivity toward nickel ions and the retention of Cu2+ and Cd(II) increased respect to PVP. The mixture of PAMPS and PVP in solution was not efficient for the retention of the studied metal ions (Valle et al., 2015). The preparation of copolymers can be an effective option to modulate the selectivity and maximum retention capacity.

Water-soluble poly(ethyleneimine) [P(EI)] was studied as a sorbent for metal ions in aqueous solutions thought the LPR technique. The LPR technique was performed using a solution containing a mixture of metal cations such as Cu(II), Cd(II), Co(II), Ni(II), Zn(II), Pb(II), and Cr(III). The metal ion removal was studied mainly as a function of pH. It is known that polyamines such as poly(ethyleneimine) P(EI) are suitable macromolecular ligands for the complexation-ultrafiltration of metal ions. In general, the pH has marked influence on the removal of metal ions, showing that when the pH is increased, the retention capacity for metal ions is also increased (Rivas et al., 2012). The results of the polymer-metal ion interaction for P(EI) were as follows: at pH 3, the P(EI) presented selectivity only for Cu(II), reaching 74% retention. At pH 5, the removal of all the metal ions improved, especially in case of Cu(II), which reached 100%. At pH 7, the retention capacities for all of the metal ions were maximized (Cd(II) 99%, Zn2+ 98%, Cu(II) 100%, Co(II) 98%, and Ni(II) 100%), with the exception of Pb(II) and Cr(III), which showed no retention. P(EI) exhibited the highest metal retention capacities at higher pH values, where the functional groups could coordinate and remove more easily the metal ions. Cu(II), Cd(II), Co(II), Ni(II), and Zn(II) have similar ionic radii and unfilled d-orbitals, which are necessary for bond formation with the amine of the polymers. However, Pb(II) and Cr(III) have more stable electronic structures, preventing complex formation (Rivas et al., 2012). The adequate selection of water-soluble polymers and the previous optimization of media (pH, concentration, and ion strength) can be crucial to achieve selectivity toward metal cations present in aqueous solutions.

Arsenic Removal

Arsenic is present in water mainly as arsenate [As(V)] and arsenite ions [As(III)] which are related to arsenic acid (H3AsO4) and arsenous acid (H3AsO3), respectively. The concentrations, forms, and relative ratios of both As(V) and As(III) in water vary significantly depending mainly on changes in the pH and oxidation potential.

Water-soluble polymers containing quaternary ammonium groups have been studied in combination with ultrafiltration membranes as arsenic sorbents. Polymers such as poly[2-(acryloyloxy)ethyl]trimethylammonium chloride [P(ClAETA)] and poly(ar-vinylbenzyl)trimethylammonium chloride[P(ClVBTA)] were prepared and used in LPR technique to remove arsenic. In general, P(ClVBTA) and P(ClAETA) showed higher retention capacities to As(V) species at pH values 8 and 6 compared to 4. At basic pH the divalent HAsO[image: image] species predominate in solution and can be retained easily by polymers (Sánchez and Rivas, 2011). In addition, different polymer:As(V) molar ratios (31:1, 20:1, 10:1, 6:1, and 3:1) have been studied. In this experiment a constant amount of polymer (7 × 10−5 mol) was used at a pH of 8 or 6 (Sánchez and Rivas, 2011). The results for the removal of As(V) by P(ClVBTA) and P(ClAETA) by the washing method presented in Table 2. The results indicated that the retention of As(V) is limited by the polymer concentration when the arsenic concentration. Considering two different orders of magnitude (2 × 10−4 and 7 ×10−5 mol of polymer) in separate experiments, a typical 20:1 polymer:As molar ratio of was more efficient. It is remarkable that the high efficiency of the polycation is kept constant in the recuperation of As(V) species, even at strong higher arsenic concentrations.


Table 2. Effect of the polymer: As(V) molar ratio on the retention of As(V) for the two polymers at a pH of 8 and filtration factor of Z = 10.

[image: image]



Polycation-Polyanion Complexes in Aqueous Solution for Arsenic Removal

Studies about the use of water-soluble copolymers that contain anionic and cationic sites were performed for the retention of As(V) from water. Poly[(3-methacryloylamine) propyl) trimethylammonium chloride-co-acrylic acid] [P(ClMPTA-co-AA)]was prepared in various cation:anion molar ratios (1:1, 1:2, 2:1, and 4:1). In this study the retention of arsenic depended mainly of factors such as the pH, polymer concentration and copolymer composition (Rivas et al., 2006). The performance of the polycationic and polyanionic chains in the copolymer was studied toward arsenic retention in function of pH (see Figure 3). When the copolymer prepared at molar ratio of 1:1 was used in LPR, the copolymer loses its ability to bind the As(V) independent of the pH. Based on the literature, a pendant-type polycation can form an equimolar complex with the polyanion. This is probably due to the interaction of the carboxylate groups of the P(AA) with the quaternary ammonium groups of P(ClMPTA) (Rivas et al., 2006). P(AA) is a polymer with proton-donating properties, however in this case its complexation with cationic polyelectrolyes depends of the composition of each unit in the copolymer and also on the pH of the aqueous solution.


[image: image]

FIGURE 3. Retention profile of As(V) by poly[(3-methacryloylamine)propyl)trimethyl ammonium chloride-co-acrylic acid] [P(ClMPTA-co-AA)] at different monomer molar ratios of (a) 1:1, (B) 1:2, (C) 2:1, and (D) 4:1. The polymer amount is 0.2 mmol, and the absolute amount of As(V) ions is 0.01 mmol. Adapted from Rivas et al. (2006), Rivas and Aguirre (2007).



In general, P(AA) increased its dissociation in the presence of P(ClMPTA). The dissociation of P(AA) is suppressed at pH of 4 (below the pKa = 5.6). The hydrogen and covalent bonds between cationic and anionic polyelectrolytes hinders the retention of arsenic anions. This is due to the complexation between monomer units, and therefore the retention of arsenate is null.

At a pH of 6, P(AA) is dissociating and forming carboxylate anion and therefore able to produce the complexation. However, the reactivity of the anionic polymer chains covered by cationic polymer chains may be considered higher than the free chain. It is probably due to the changes in the conformation, dissociation and microenvironment in the domain of the polymer chain (Rivas et al., 2006). However, some of the cationic groups are free and available to bind with arsenate of the solution when the copolymer composition is not equimolar. This effect is higher when the ratio polycation:polyanion > 1, where a considerable portion of ammonium groups are free to interact and remove arsenate anions (see Figure 3).

At a pH of 8, the retention of arsenate ions increases for both copolymers without an equimolar ratio. It is observed that when the amount of quaternary ammonium groups increases in the copolymers (4:1), an enhanced retention of arsenic is reached, similar to that of pure P(ClMPTA). The performance of pure P(AA), was found to be negligible in the retention of arsenate anions, independent of the pH (Rivas et al., 2006).

Polymer-Metal Complex for Arsenic Removal

Lately the development of new water-soluble polymers and its use in combination with ultrafiltration by membranes is considered between the most promissory techniques for enrichment and separation of ions from aqueous solution. On the other hand, the capture of arsenic from aqueous media is important by high toxicity and environmental impact (Sánchez et al., 2015). In addition, for the recuperation of arsenic from contaminated media, new methods on identification and speciation of different form of arsenic have been developed with the aim to improve the levels of sensibility, speed and efficiency on measurements (Thotiyl et al., 2012). In this context our objective was to obtain water-soluble polymers, such as non-cationic system, that is manifested thorough a complex reaction of metallic active site with toxic species to recuperate. For this reason water-soluble complexes of tin (II) salt was prepared in a matrix of poly(acrylic acid), PAA. The tin contents added were 3, 5, 10, and 20 wt %. The tin-metal salt is incorporated to the PAA in order to remove As(III) from an aqueous solution (Rivas and Aguirre, 2007). Sn(II) could coordinate as 2-4 carboxylate groups in structure conventionally bidentate but they are not symmetric. Infrared spectroscopy showed symmetric stretching vibrations νsym(COO−) at 1,405 cm−1 and stretching asymmetric νasym (COO−) at 1,600 cm−1 holding some free carboxylate COO−. The bands at 777 and 540 cm−1 confirmed the Sn-O bond (Rivas and Aguirre, 2007).

Selectivity studies were carried out to pH 4, 6, and 8 using polymer:As (20:1), (100:1), (200:1), (400:1) and (600:1) molar ratio.

The arsenite retention by P(AA) is negligible, independent of the pH. However, the poly(AA)-Sn presented sorption properties to As(III), confirming that the interaction and removal capacity depended on tin salt concentration, pH of solution, and the polymer-As(III) mole ratio (Rivas and Aguirre, 2007).

At pH 8, As(III) is found anion-dissociated salt in equilibrium with monovalent anions (H2AsO[image: image]). Using poly(AA)-Sn (10 wt-% theoretical tin content), 90% of As(III) retention is obtained at Sn-As(III) 20:1 and a poly(AA)-Sn:As(III) 400:1 mole ratio (Rivas and Aguirre, 2007).

The behavior of different metal-polymer complex (3, 5, 10, and 20 wt% of tin content) is presented in Figure 4. The experiments were carried out with (20:1), (100:1), (200:1), (400:1), and (600:1) poly(AA)-Sn:As(III) mol ratios at pH 8.


[image: image]

FIGURE 4. (A) Retention values for As(III) at different polymer: As(III) mol ratio and tin content for Z = 10 and pH 8. (B) Retention values for As(III) and As(V) for Z = 10, mol ratio (400:1), at different pH's. Adapted from Rivas et al. (2006), Rivas and Aguirre (2007).



When tin content was 3 wt%, the retention degree was negligible. Using higher tin content (5, 10, and 20 wt-%), the retention of As(III) was improved at (600:1) and (400:1) poly(AA)-Sn:As(III) mole ratio. In addition, the higher As(III) retention is double when the tin content is increased (Rivas and Aguirre, 2007).

The higher As(III) removal capacity (up to 90%) indicates that arsenite species are strongly bounded at basic pH, for example when 400:1 at 10 and 20 wt-% tin content was used.

A partial oxidation of As(III) to As(V) is probably due to the higher tin content in the polymer. However, considering the arsenic speciation, majority remains as As(III) with traces of As(V), less than 10 wt-% in the filtrate solution (Rivas and Aguirre, 2007).

The capacity of the polymer to bind arsenite is due to the metal-polymer complexes.

The pH of the media can influence the conformation of the polymer. At higher pH value, PAA is deprotonated and due to electrostatic repulsion of charged carboxylate groups and metal ions are binding with either one or two neighbor groups. At pH 4.8, PAA chains can be contracted and metal ions can be complexed with 2-4 carboxylic acid groups (Rivas and Aguirre, 2007).

Parallel essays by LPR with As(V), on tin metal-polymer complexes, showed a similar profile of retention with As(III). Figure 4 shows the removal of As(III) and As(V) by LPR. The R(%) of arsenic showed that the best performances are found at 10 and 20 wt-% tin content for both arsenic species with a maximum retention at pH 8 and 4 (Rivas and Aguirre, 2007).

Future trends concerning to LPR technique involve the developments of hybrid methods. Those methods include the use of LPR as a pre or post treatment in combined methods such as chemical or electrochemical oxidation/reduction coupled to ultrafiltration using water-soluble polymers (Arar et al., 2014; Sánchez et al., 2015, 2017; Chou et al., 2018). In addition, photocatalysis has been used in combination to LPR to remove improve removal capacities of arsenic (Yuksel et al., 2014; Molinari and Argurio, 2017).

In one study, the chemical reduction was proposed to recover copper from the retentate obtained by LPR technique. Three different polymers (PSS, PAA, and PEI) were studied to explore their effects on the copper removal in LPR and on the copper recovery by chemical reduction under various pH conditions (Chou et al., 2018). The copper removal capacities at pH 3 were different being 60, 75, and 90% for PAA, PSS and PEI respectively. After that, the chemical reduction achieved the complete copper recovery for solution containing PSS. The copper recovery efficiencies were more than 95% for PAA solution with pH values ranging from 3 to 9 at reaction time of 1 h. For PEI, the recovery efficiencies ranged from 20 to 96% and were pH dependent. The results revealed that is possible to remove and concentrate copper from aqueous solution by LPR with different water-soluble polymers and then reduce chemically copper to obtain cuprous oxide in all of the samples (Chou et al., 2018).

In other example, electrochemical oxidation of As(III) to As(V) was performed with metallic electrodes in presence of water-soluble polymers and the ultrafiltration was applied subsequently to remove the total As(V) from aqueous solution (Arar et al., 2014). In the study poly[glycidyl methacrylate N-methyl D-glucamine], P(GMA-NMG), was synthesized and purified by ultrafiltration membranes. It was subsequently used for arsenic removal by coupling electro-oxidation (EO) and LPR processes. At first stage, the complete EO of As(III) to As(V) was performed with a platinum reticulated vitreous carbon-modified electrode and the advancement of the electrolysis was monitored by analytical electrodes. After the oxidation of As(III) to As(V), the LPR wascarried out by washing method using regenerate cellulose membrane and 1 bar of pressure. The results showed that by using P(GMA-NMG) as supporting electrolyte during the complete EO of As(III) to As(V) followed by LPR separation, almost 80% of As(V) was removed at pH 10 (Arar et al., 2014).

The LPR technique was also used in the removal of Cr(VI) ions from aqueous solution using water-soluble poly(diallyldimethylammonium chloride), PDDA, and subsequent electrochemical reduction of Cr(VI) to Cr(III) (Sánchez et al., 2017). The enrichment method in LPR was used to determine the maximum retention capacity of the polymer, and the release of Cr(VI) and regeneration of the polymer were analyzed by sorption-desorption process. Subsequently, the electroanalysis of Cr(VI) was conducted by linear sweep voltammetry and full electrolysis at controlled-potential in acidic media and in the presence of PDDA. The maximum retention capacity of PDDA was 33 mg Cr/g polymer at pH 9. Using the sorption–desorption process, the results indicated that this PDDA can release Cr(VI) and be regenerated. Finally, the electrolysis of Cr(VI) to Cr(III) was performed successfully in the presence of PDDA (Sánchez et al., 2017).

On the other hand, photocatalysis and LPR have been combined to oxidize As(III) to As(V), and then removed by LPR (Yuksel et al., 2014; Molinari and Argurio, 2017). The photocatalytic oxidation of As(III) was performed using TiO2 under UV-A light. The As(III) oxidation reached 100% after 30 min of illumination with UV-A light. A water-soluble polymer containing quaternary ammonium groups was used as an extracting reagent in the LPR process. The removal of arsenic by water-soluble polymer was obtained in a 99% yield using a 20:1 polymer:As(V) molar ratio at a pH value of 9. The results demonstrate that the combination of these methods is highly useful for potential applications related to the treatment of wastewater contaminated with As(III) (Yuksel et al., 2014).

CONCLUSIONS

Water soluble and insoluble polymers are versatile materials for water decontamination. Polymer nanocomposites that combine the different properties of inorganic compounds and polymers, can not only enhance the physical properties (for example, mechanical stability), but also, the addition of nanoparticles can provide novel functionalities such ads magnetic characteristics useful to facilitated the separation, or new surfaces of interaction that improve the efficiency and selectivity of the adsorption. Moreover, the polymer matrix allows overcoming operational obstacles that nanoparticles exhibit as adsorbent materials. Similarly, the obtaining of a hybrid composite, where the polymer chains and the oxide network oxide are mixed at the molecular level, are novel materials to be used in adsorption processes.

On the other hand, a non-crosslinked polymer or soluble polymers may also be used for the water decontamination. In this case, the structures of the polymers can be homopolymer or copolymers, and variables such as pH and concentration not only influence the interaction with metal ions but also the polymer chains conformation in solution. A strong polymer-metal interaction will result in a macromolecular aggregate, which can be used in LPR technique.

AUTHOR CONTRIBUTIONS

JS update the literature and wrote about water soluble polymers and membranes to remove toxic ions. BU update the literature and wrote about nanocomposites. BR organized the whole manuscript.

ACKNOWLEDGEMENTS

The authors thank to FONDECYT (Grant No 1150510). BF Urbano thanks to FONDEF IDeA (Grant No ID15i10211), FONDECYT (Grant No 1171082), and University of Concepción (Grant VRID-Enlace No 216.024.040-1.0). JS thanks to DICYT from USACH (Grant No 021741SP).

REFERENCES

 Ahmadi, A., Heidarzadeh, S., Mokhtari, A. R., Darezereshki, E., and Harouni, H. A. (2014). Optimization of heavy metal removal from aqueous solutions by maghemite (γ-Fe2O3) nanoparticles using response surface methodology. J. Geochem. Explor. 147, 151–158. doi: 10.1016/j.gexplo.2014.10.005

 Ahmed, M. A., Ali, S. M., El-Dek, S. I., and Galal, A. (2013). Magnetite-hematite nanoparticles prepared by green methods for heavy metal ions removal from water. Mater. Sci. Eng. B Solid State Mater. Adv. Tech. 178, 744–751. doi: 10.1016/j.mseb.2013.03.011

 Alexandratos, S. D. (2009). Ion-exchange resins: a retrospective from industrial and engineering chemistry research. Ind. Eng. Chem. Res. 48, 388–398. doi: 10.1021/ie801242v

 Arar, O., Kabay, N., Sánchez, J., Rivas, B. L., Bryjak, M., and Peña, C. (2014). Removal of arsenic from water by combination of electro-oxidation and polymer enhanced ultrafiltration. Environ. Prog. Sustain. Energy 33, 918–924. doi: 10.1002/ep.11876

 Asman, G. (2009). Use of poly (methyl methacrylate-co-methacrylic acid) Membranes in the ultrafiltration of aqueous Fe3+ solutions by complexing with poly (vinyl pyrrolidone) and dextran. Sep. Sci. Technol. 44, 1164–1180. doi: 10.1080/01496390902729148

 Bandaru, N. M., Reta, N., Dalal, H., Ellis, A. V., Shapter, J., and Voelcker, N. H. (2013). Enhanced adsorption of mercury ions on thiol derivatized single wall carbon nanotubes. J. Hazard. Mater. 261, 534–541. doi: 10.1016/j.jhazmat.2013.07.076

 Borai, E. H., Breky, M. M. E., Sayed, M. S., and Abo-Aly, M. M. (2015). Synthesis, characterization and application of titanium oxide nanocomposites for removal of radioactive cesium, cobalt and europium ions. J. Colloid Interface Sci. 450, 17–25. doi: 10.1016/j.jcis.2015.02.062

 Brümmer, G. W., Barrow, N. J., and Fischer, L. (2013). Effect of porosity of goethite on the sorption of six heavy metal ions. Eur. J. Soil Sci. 64, 805–813. doi: 10.1111/ejss.12091

 Campos, C. H., Torres, C. C., Urbano, B. F., and Rivas, B. L. (2015). Effect of the coupling agent on the properties of poly(acrylic acid)–Al2O3 interpenetrating hybrids and sorption of metal ions. Polym. Int. 64, 595–604. doi: 10.1002/pi.4829

 Cavus, S., and Gurdag, G. (2009). Noncompetitive removal of heavy metal ions from aqueous solutions by poly [2-(acrylamido)-2-methyl-1-propanesulfonic acid-co-itaconic acid] hydrogel. Ind. Eng. Chem. Res. 48, 2652–2658. doi: 10.1021/ie801449k

 Chávez-Guajardo, A. E., Medina-Llamas, J. C., Maqueira, L., Andrade, C. A. S., Alves, K. G. B., and De Melo, C. P. (2015). Efficient removal of Cr (VI) and Cu (II) ions from aqueous media by use of polypyrrole/maghemite and polyaniline/maghemite magnetic nanocomposites. Chem. Eng. J. 281, 826–836. doi: 10.1016/j.cej.2015.07.008

 Chen, C., and Wang, X. (2006). Adsorption of Ni(II) from aqueous solution using oxidized multiwall carbon nanotubes. Ind. Eng. Chem. Res. 45, 9144–9149. doi: 10.1021/ie060791z

 Chen, N., Teng, J., Jiao, F. P., Jiang, X. Y., Hao, X., and Yu, J. G. (2017). Preparation of triethanolamine functionalized carbon nanotube for aqueous removal of Pb(II). Desalin. Water Treat. 71, 191–200. doi: 10.5004/dwt.2017.20551

 Chen, Q., Luo, Z., Hills, C., Xue, G., and Tyrer, M. (2009). Precipitation of heavy metals from wastewater using simulated flue gas: sequent additions of fly ash, lime and carbon dioxide. Water Res. 43, 2605–2614. doi: 10.1016/j.watres.2009.03.007

 Chou, Y.-H., Choo, K.-H., Chen, S.-S., Yu, J.-H., Peng, C.-Y., and Li, C.-W. (2018). Copper recovery via polyelectrolyte enhanced ultrafiltration followed by dithionite based chemical reduction: effects of solution pH and polyelectrolyte type. Sep. Purif. Tech. 198, 113–120. doi: 10.1016/j.seppur.2017.02.008

 Côa, F., Strauss, M., Clemente, Z., Rodrigues Neto, L. L., Lopes, J. R., Alencar, R. S., et al. (2017). Coating carbon nanotubes with humic acid using an eco-friendly mechanochemical method: application for Cu(II) ions removal from water and aquatic ecotoxicity. Sci. Total Environ. 607–608, 1479–1486. doi: 10.1016/j.scitotenv.2017.07.045

 Cui, H., Su, Y., Li, Q., Gao, S., and Shang, J. K. (2013). Exceptional arsenic (III,V) removal performance of highly porous, nanostructured ZrO2 spheres for fixed bed reactors and the full-scale system modeling. Water Res. 47, 6258–6268. doi: 10.1016/j.watres.2013.07.040

 Cui, Y., Hu, Z. J., Yang, J. X., and Gao, H. W. (2012). Novel phenyl-iminodiacetic acid grafted multiwalled carbon nanotubes for solid phase extraction of iron, copper and lead ions from aqueous medium. Microchim. Acta 176, 359–366. doi: 10.1007/s00604-011-0725-x

 Cumbal, L., and SenGupta, A. K. (2005). Arsenic removal using polymer-supported hydrated iron(III) oxide nanoparticles: role of donnan membrane effect. Environ. Sci. Technol. 39, 6508–6515. doi: 10.1021/es050175e

 Da̧Browski, A., Hubicki, Z., Podkościelny, P., and Robens, E. (2004). Selective removal of the heavy metal ions from waters and industrial wastewaters by ion-exchange method. Chemosphere 56, 91–106. doi: 10.1016/j.chemosphere.2004.03.006

 DeMarco, M. J., Sengupta, A. K., and Greenleaf, J. E. (2003). Arsenic removal using a polymeric/inorganic hybrid sorbent. Water Res. 37, 164–176. doi: 10.1016/S0043-1354(02)00238-5

 Dong, Q., Liu, J., Song, L., and Shao, G. (2011). Novel zwitterionic inorganic–organic hybrids: synthesis of hybrid adsorbents and their applications for Cu2+ removal. J. Hazard. Mater. 186, 1335–1342. doi: 10.1016/j.jhazmat.2010.12.012

 Doula, M. K. (2009). Simultaneous removal of Cu, Mn and Zn from drinking water with the use of clinoptilolite and its Fe-modified form. Water Res. 43, 3659–3672. doi: 10.1016/j.watres.2009.05.037

 Duan, J., Lu, Q., Chen, R., Duan, Y., Wang, L., Gao, L., et al. (2010). Synthesis of a novel flocculant on the basis of crosslinked Konjac glucomannan-graft-polyacrylamide-co-sodium xanthate and its application in removal of Cu2+ ion. Carbohydr. Polym. 80, 436–441. doi: 10.1016/j.carbpol.2009.11.046

 Fan, L., Luo, C., Sun, M., Li, X., and Qiu, H. (2013). Highly selective adsorption of lead ions by water-dispersible magnetic chitosan/graphene oxide composites. Colloids Surf. B Biointerfaces 103, 523–529. doi: 10.1016/j.colsurfb.2012.11.006

 Farrell, J., and Chaudhary, B. K. (2013). Understanding arsenate reaction kinetics with ferric hydroxides. Environ. Sci. Technol. 47, 8342–8347. doi: 10.1021/es4013382

 Fierro, J. L. G. (2005). Metal Oxides: Chemistry and Applications. Boca Raton, FL: CRC Press.

 Fisher, L. W., Sochor, A. R., and Tan, J. S. (1977). Chain characteristics of poly (2-acrylamido-2-methylpropanesulfonate) polymers. 1. Light-scattering and intrinsic-viscosity studies. Macromolecules 10, 949–954. doi: 10.1021/ma60059a012

 Gerth, J. (2005). Effects of crystal modification on the binding of trace metals and arsenate by goethite. J. Soils Sediments 5, 30–36. doi: 10.1065/jss2005.01.126

 Grover, V. A., Hu, J., Engates, K. E., and Shipley, H. J. (2012). Adsorption and desorption of bivalent metals to hematite nanoparticles. Environ. Toxicol. Chem. 31, 86–92. doi: 10.1002/etc.712

 Hadavifar, M., Bahramifar, N., Younesi, H., and Li, Q. (2014). Adsorption of mercury ions from synthetic and real wastewater aqueous solution by functionalized multi-walled carbon nanotube with both amino and thiolated groups. Chem. Eng. J. 237, 217–228. doi: 10.1016/j.cej.2013.10.014

 Hang, C., Li, Q., Gao, S., and Shang, J. K. (2012). As(III) and As(V) Adsorption by hydrous zirconium oxide nanoparticles synthesized by a hydrothermal process followed with heat treatment. Ind. Eng. Chem. Res. 51, 353–361. doi: 10.1021/ie202260g

 Hristovski, K. D., and Markovski, J. (2017). Engineering metal (hydr)oxide sorbents for removal of arsenate and similar weak-acid oxyanion contaminants: a critical review with emphasis on factors governing sorption processes. Sci. Total Environ. 598, 258–271. doi: 10.1016/j.scitotenv.2017.04.108

 Hristovski, K. D., Westerhoff, P. K., Crittenden, J. C., and Olson, L. W. (2008). Arsenate removal by nanostructured ZrO2 spheres. Environ. Sci. Technol. 42, 3786–3790. doi: 10.1021/es702952p

 Hu, J., Shao, D., Chen, C., Sheng, G., Li, J., Wang, X., et al. (2010). Plasma-induced grafting of cyclodextrin onto multiwall carbon nanotube/iron oxides for adsorbent application. J. Phys. Chem. B 114, 6779–6785. doi: 10.1021/jp911424k

 Hu, K., Kulkarni, D. D., Choi, I., and Tsukruk, V. V. (2014). Graphene-polymer nanocomposites for structural and functional applications. Prog. Polym. Sci. 39, 1934–1972. doi: 10.1016/j.progpolymsci.2014.03.001

 Hua, M., Yang, B., Shan, C., Zhang, W., He, S., Lv, L., et al. (2017). Simultaneous removal of As(V) and Cr(VI) from water by macroporous anion exchanger supported nanoscale hydrous ferric oxide composite. Chemosphere 171, 126–133. doi: 10.1016/j.chemosphere.2016.12.051

 Hua, M., Zhang, S., Pan, B., Zhang, W., Lv, L., and Zhang, Q. (2012). Heavy metal removal from water/wastewater by nanosized metal oxides: a review. J. Hazard. Mater. 211, 317–331. doi: 10.1016/j.jhazmat.2011.10.016

 Iesan, C. M., Capat, C., Ruta, F., and Udrea, I. (2008). Evaluation of a novel hybrid inorganic/organic polymer type material in the Arsenic removal process from drinking water. Water Res. 42, 4327–4333. doi: 10.1016/j.watres.2008.06.011

 IUPAC (1997). Compendium of Chemical Terminology. Oxford: Blackwell Scientific Publications.

 Jeon, B. H., Dempsey, B. A., Burgos, W. D., Royer, R. A., and Roden, E. E. (2004). Modeling the sorption kinetics of divalent metal ions to hematite. Water Res. 38, 2499–2504. doi: 10.1016/j.watres.2004.03.003

 Jia, K., Pan, B., Lv, L., Zhang, Q., Wang, X., Pan, B., et al. (2009). Impregnating titanium phosphate nanoparticles onto a porous cation exchanger for enhanced lead removal from waters. J. Colloid Interface Sci. 331, 453–457. doi: 10.1016/j.jcis.2008.11.068

 Jiang, M.-Q., Jin, X.-Y., Lu, X.-Q., and Chen, Z.-L. (2010). Adsorption of Pb (II), Cd (II), Ni (II) and Cu (II) onto natural kaolinite clay. Desalination 252, 33–39. doi: 10.1016/j.desal.2009.11.005

 Kaşgöz, H., Durmuş, A., and Kaşgöz, A. (2008). Enhanced swelling and adsorption properties of AAm-AMPSNa/clay hydrogel nanocomposites for heavy metal ion removal. Polym. Adv. Technol. 19, 213–220. doi: 10.1002/pat.999

 Kickelbick, G. (ed.). (2007). Hybrid Materials: Synthesis, Characterization and Applications. Weinheim: Wiley-Vch Verlag GmbH & Co.

 Kosmulski, M. (2002). The significance of the difference in the point of zero charge between rutile and anatase. Adv. Colloid Interface Sci. 99, 255–264. doi: 10.1016/S0001-8686(02)00080-5

 Kosmulski, M. (2011). The pH-dependent surface charging and points of zero charge: v. update. J. Colloid Interface Sci. 353, 1–15. doi: 10.1016/j.jcis.2010.08.023

 Kotal, M., and Bhowmick, A. K. (2015). Polymer nanocomposites from modified clays: recent advances and challenges. Prog. Polym. Sci. 51, 127–187. doi: 10.1016/j.progpolymsci.2015.10.001

 Li, H., Shan, C., Zhang, Y., Cai, J., Zhang, W., and Pan, B. (2016). Arsenate adsorption by hydrous ferric oxide nanoparticles embedded in cross-linked anion exchanger: effect of the host pore structure. ACS Appl. Mater. Interfaces 8, 3012–3020. doi: 10.1021/acsami.5b09832

 Li, J., Xiao, H., Kim, Y. S., and Lowe, T. L. (2005). Synthesis of water-soluble cationic polymers with star-like structure based on cyclodextrin core via ATRP. J. Polym. Sci. A Polym. Chem. 43, 6345–6354. doi: 10.1002/pola.21058

 Li, Y. H., Ding, J., Luan, Z., Di, Z., Zhu, Y., Xu, C., et al. (2003). Competitive adsorption of Pb2+, Cu2+ and Cd2+ ions from aqueous solutions by multiwalled carbon nanotubes. Carbon N.Y. 41, 2787–2792. doi: 10.1016/S0008-6223(03)00392-0

 Liekens, S., Neyts, J., Degrève, B., and De Clercq, E. (1997). The sulfonic acid polymers PAMPS [poly (2-acrylamido-2-methyl-1-propanesulfonic acid)] and related analogues are highly potent inhibitors of angiogenesis. Oncol. Res. Featur. Preclinical Clin. Cancer Ther. 9, 173–181.

 Liu, M., Jia, Z., Jia, D., and Zhou, C. (2014). Recent advance in research on halloysite nanotubes-polymer nanocomposite. Prog. Polym. Sci. 39, 1498–1525. doi: 10.1016/j.progpolymsci.2014.04.004

 Madadrang, C. J., Kim, H. Y., Gao, G., Wang, N., Zhu, J., Feng, H., et al. (2012). Adsorption behavior of EDTA-graphene oxide for Pb (II) removal. ACS Appl. Mater. Interfaces 4, 1186–1193. doi: 10.1021/am201645g

 Madrakian, T., Afkhami, A., Zadpour, B., and Ahmadi, M. (2015). New synthetic mercaptoethylamino homopolymer-modified maghemite nanoparticles for effective removal of some heavy metal ions from aqueous solution. J. Indus. Eng. Chem. 21, 1160–1166. doi: 10.1016/j.jiec.2014.05.029

 Mahmoud, M. E., Ali, S. A. A. A., Nassar, A. M. G., Elweshahy, S. M. T., and Ahmed, S.B. (2017). Immobilization of chitosan nanolayers on the surface of nano-titanium oxide as a novel nanocomposite for efficient removal of La(III) from water. Int. J. Biol. Macromol. 101, 230–240. doi: 10.1016/j.ijbiomac.2017.03.049

 Mandal, S., Sahu, M. K., and Patel, R. K. (2013). Adsorption studies of arsenic(III) removal from water by zirconium polyacrylamide hybrid material (ZrPACM-43). Water Resour. Indus. 4, 51–67. doi: 10.1016/j.wri.2013.09.003

 Matyjaszewski, K., Gaynor, S. G., Qiu, J., Beers, K., Coca, S., Davis, K., et al. (2000). “The preparation of well-defined water soluble-swellable (Co)polymers by atom transfer radical polymerization,” in Associative Polymers in Aqueous Media, ed J. Edward Glass (Washington, WA: American Chemical Society), 52–71.

 Molinari, R., and Argurio, P. (2017). Arsenic removal from water by coupling photocatalysis and complexation-ultrafiltration processes: a preliminary study. Water Res. 109, 327–336. doi: 10.1016/j.watres.2016.11.054

 Monier, M., Ayad, D. M., Wei, Y., and Sarhan, A. A. (2010). Adsorption of Cu(II), Co(II), and Ni(II) ions by modified magnetic chitosan chelating resin. J. Hazard. Mater. 177, 962–970. doi: 10.1016/j.jhazmat.2010.01.012

 Nanseu-Njiki, C. P., Tchamango, S. R., Ngom, P. C., Darchen, A., and Ngameni, E. (2009). Mercury (II) removal from water by electrocoagulation using aluminium and iron electrodes. J. Hazard. Mater. 168, 1430–1436. doi: 10.1016/j.jhazmat.2009.03.042

 Önnby, L., Pakade, V., Mattiasson, B., and Kirsebom, H. (2012). Polymer composite adsorbents using particles of molecularly imprinted polymers or aluminium oxide nanoparticles for treatment of arsenic contaminated waters. Water Res. 46, 4111–4120. doi: 10.1016/j.watres.2012.05.028

 Padungthon, S., Li, J., German, M., and Sengupta, A. K. (2014). Hybrid anion exchanger with dispersed zirconium oxide nanoparticles: a durable and reusable fluoride-selective sorbent. Environ. Eng. Sci. 31, 360–372. doi: 10.1089/ees.2013.0412

 Pan, B., Li, Z., Zhang, Y., Xu, J., Chen, L., Dong, H., et al. (2014). Acid and organic resistant nano-hydrated zirconium oxide (HZO)/polystyrene hybrid adsorbent for arsenic removal from water. Chem. Eng. J. 248, 290–296. doi: 10.1016/j.cej.2014.02.093

 Pan, B., Xu, J., Wu, B., Li, Z., and Liu, X. (2013). Enhanced removal of fluoride by polystyrene anion exchanger supported hydrous zirconium oxide nanoparticles. Environ. Sci. Technol. 47, 9347–9354. doi: 10.1021/es401710q

 Pandey, S., and Mishra, S. B. (2011). Organic–inorganic hybrid of chitosan/organoclay bionanocomposites for hexavalent chromium uptake. J. Colloid Interface Sci. 361, 509–520. doi: 10.1016/j.jcis.2011.05.031

 Pavlidou, S., and Papaspyrides, C. D. (2008). A review on polymer–layered silicate nanocomposites. Prog. Polym. Sci. 33, 1119–1198. doi: 10.1016/j.progpolymsci.2008.07.008

 Pérez, J., Toledo, L., Campos, C. H., Rivas, B. L., Yañez, J., and Urbano, B. F. (2016). Organic–inorganic interpenetrated hybrids based on cationic polymer and hydrous zirconium oxide for arsenate and arsenite removal. Chem. Eng. J. 287, 744–754. doi: 10.1016/j.cej.2015.11.051

 Pérez, J., Toledo, L., Campos, C. H., Yanez, J., Rivas, B. L., and Urbano, B. F. (2016). Arsenic sorption onto an aluminum oxyhydroxide-poly[(4-vinylbenzyl)trimethylammonium chloride] hybrid sorbent. RSC Adv. 6, 28379–28387. doi: 10.1039/C6RA01230B

 Praipipat, P., El-Moselhy, M. M., Khuanmar, K., Weerayutsil, P., Nguyen, T. T., and Padungthon, S. (2017). Enhanced defluoridation using reusable strong acid cation exchangers in Al3+ form (SAC-Al) containing hydrated Al(III) oxide nanoparticles. Chem. Eng. J. 314, 192–201. doi: 10.1016/j.cej.2016.12.122

 Rajput, S., Singh, L. P., Pittman, C. U. Jr., and Mohan, D. (2017). Lead (Pb2+) and copper (Cu2+) remediation from water using superparamagnetic maghemite (γ-Fe2O3) nanoparticles synthesized by Flame Spray Pyrolysis (FSP). J. Colloid Interface Sci. 492, 176–190. doi: 10.1016/j.jcis.2016.11.095

 Rhim, J.-W., Park, H.-M., and Ha, C.-S. (2013). Bio-nanocomposites for food packaging applications. Prog. Polym. Sci. 38, 1629–1652. doi: 10.1016/j.progpolymsci.2013.05.008

 Rivas, B. L., and Aguirre, M. D. C. (2007). Arsenite retention properties of water-soluble metal–polymers. J. Appl. Polym. Sci. 106, 1889–1894. doi: 10.1002/app.26737

 Rivas, B. L., Aguirre, M. D. C., and Pereira, E. (2006). Retention properties of arsenate anions of water-soluble polymers by a liquid-phase polymer-based retention technique. J. Appl. Polym. Sci. 102, 2677–2684. doi: 10.1002/app.24093

 Rivas, B. L., Hube, S., Sánchez, J., and Pereira, E. (2012). Chelating water-soluble polymers associated with ultrafiltration membranes for metal ion removal. Polym. Bull. 69, 881–898. doi: 10.1007/s00289-012-0785-z

 Rivas, B. L., Pereira, E. D., and Moreno-Villoslada, I. (2003). Water-soluble polymer–metal ion interactions. Prog. Polym. Sci. 28, 173–208. doi: 10.1016/S0079-6700(02)00028-X

 Rivas, B. L., Pereira, E. D., Palencia, M., and Sánchez, J. (2011). Water-soluble functional polymers in conjunction with membranes to remove pollutant ions from aqueous solutions. Prog. Polym. Sci. 36, 294–322. doi: 10.1016/j.progpolymsci.2010.11.001

 Rivas, B. L., Pooley, S. A., Luna, M., and Geckeler, K. E. (2001). Synthesis of water-soluble polymers containing sulfonic acid and amine moieties for the recovery of metal ions using ultrafiltration. J. Appl. Polym. Sci. 82, 22–30. doi: 10.1002/app.1819

 Roosen, J., Spooren, J., and Binnemans, K. (2014). Adsorption performance of functionalized chitosan-silica hybrid materials toward rare earths. J. Mater. Chem. A 2, 19415–19426. doi: 10.1039/C4TA04518A

 Sánchez, J., Butter, B., Basáez, L., Rivas, B. L., and Ottakam Thotiyl, M. (2017). Efficient removal of Cr(VI) by polyelectrolyte-assisted ultrafiltration and subsequent electrochemical reduction to Cr(III). J. Chilean Chem. Soc. 62, 3647–3652. doi: 10.4067/s0717-97072017000303647

 Sánchez, J., Butter, B., Rivas, B. L., Basáez, L., and Santander, P. (2015). Electrochemical oxidation and removal of arsenic using water-soluble polymers. J. Appl. Electrochem. 45, 151–159. doi: 10.1007/s10800-014-0785-9

 Sánchez, J., and Rivas, B. L. (2011). Arsenate retention from aqueous solution by hydrophilic polymers through ultrafiltration membranes. Desalination 270, 57–63. doi: 10.1016/j.desal.2010.11.021

 Sarkar, S., Chatterjee, P. K., Cumbal, L. H., and Sengupta, A. K. (2011). Hybrid ion exchanger supported nanocomposites: sorption and sensing for environmental applications. Chem. Eng. J. 166, 923–931. doi: 10.1016/j.cej.2010.11.075

 Say, R., Birlik, E., Denizli, A., and Ersöz, A. (2006). Removal of heavy metal ions by dithiocarbamate-anchored polymer/organosmectite composites. Appl. Clay Sci. 31, 298–305. doi: 10.1016/j.clay.2005.10.006

 Sekhavat Pour, Z., and Ghaemy, M. (2016). Preparation of poly(vinylalcohol)/poly(acrylamide-co-vinyl imidazole)/γ-Fe2O3 semi-IPN nanocomposite and their application for removal of heavy metal ions from water. Polym. Adv. Technol. 27, 1557–1568. doi: 10.1002/pat.3830

 Sincero, A. P., and Sincero, G. A. (2002). Physical-Chemical Treatment of Water and Wastewater. London: CRC Press.

 Singha Deb, A. K., Dwivedi, V., Dasgupta, K., Musharaf Ali, S., and Shenoy, K. T. (2017). Novel amidoamine functionalized multi-walled carbon nanotubes for removal of mercury(II) ions from wastewater: combined experimental and density functional theoretical approach. Chem. Eng. J. 313, 899–911. doi: 10.1016/j.cej.2016.10.126

 Spitalsky, Z., Tasis, D., Papagelis, K., and Galiotis, C. (2010). Carbon nanotube–polymer composites: Chemistry, processing, mechanical and electrical properties. Prog. Polym. Sci. 35, 357–401. doi: 10.1016/j.progpolymsci.2009.09.003

 Stafiej, A., and Pyrzynska, K. (2007). Adsorption of heavy metal ions with carbon nanotubes. Sep. Purif. Tech. 58, 49–52. doi: 10.1016/j.seppur.2007.07.008

 Stuetz, R. M., and Stephenson, T. (2009). Principles of Water and Wastewater Treatment Processes. Norwich: Iwa Publishing.

 Tan, P., Sun, J., Hu, Y., Fang, Z., Bi, Q., Chen, Y., et al. (2015). Adsorption of Cu2+, Cd2+ and Ni2+ from aqueous single metal solutions on graphene oxide membranes. J. Hazard. Mater. 297, 251–260. doi: 10.1016/j.jhazmat.2015.04.068

 Thakur, S. S., and Chauhan, G. S. (2014). Gelatin–silica-based hybrid materials as efficient candidates for removal of chromium(Vi) from aqueous solutions. Ind. Eng. Chem. Res. 53, 4838–4849. doi: 10.1021/ie401997g

 Thotiyl, M. M. O., Basit, H., Sánchez, J. A., Goyer, C., Coche-Guerente, L., Dumy, P., et al. (2012). Multilayer assemblies of polyelectrolyte–gold nanoparticles for the electrocatalytic oxidation and detection of arsenic (III). J. Colloid Interface Sci. 383, 130–139. doi: 10.1016/j.jcis.2012.06.033

 Toledo, L., Jelinek, L., Gordyatskaya, Y., Campos, C., and Urbano, B. F. (2018). Syntesis of hybrid microshpere from zirconium butoxide and ionic-non-ionic copolymer. Colloid Surf. A 546, 91–98. doi: 10.1016/j.colsurfa.2018.03.012

 Trivedi, P., Axe, L., and Dyer, J. (2001). Adsorption of metal ions onto goethite: single-adsorbate and competitive systems. Colloids Surf. A Physicochem. Eng. Aspects 191, 107–121. doi: 10.1016/S0927-7757(01)00768-3

 Urbano, B. F., and Rivas, B. L. (2014). Sorption properties of chelating polymer–clay nano-composite resin based on iminodiacetic acid and montmorillonite: water absorbency, metal ion uptake, selectivity, and kinetics. J. Chem. Tech. Biotech. 89, 249–258. doi: 10.1002/jctb.4109

 Urbano, B. F., Rivas, B. L., Martinez, F., and Alexandratos, S. D. (2012b). Water-insoluble polymer-clay nanocomposite ion exchange resin based on N-methyl-d polymer-clay nanocomposite ion exchange resin based on N-methyl-dglucamine ligand groups for arsenic removal. Reactive Funct. Polym. 72, 642–649. doi: 10.1016/j.reactfunctpolym.2012.06.008

 Urbano, B. F., Villenas, I., Rivas, B. L., and Campos, C. H. (2015). Cationic polymer-TiO2 nanocomposite sorbent for arsenate removal. Chem. Eng. J. 268, 362–370. doi: 10.1016/j.cej.2015.01.068

 Urbano, B., and Rivas, B. L. (2012). Poly(sodium 4-styrene sulfonate) and poly(2-acrylamido glycolic acid) polymer–clay ion exchange resins with enhanced mechanical properties and metal ion retention. Polym. Int. 61, 23–29. doi: 10.1002/pi.3178

 Urbano, B., Rivas, B. L., Martinez, F., and Alexandratos, S. D. (2012a). Equilibrium and kinetic study of arsenic sorption by water-insoluble nanocomposite resin of poly[N-(4-vinylbenzyl)-N-methyl-D-glucamine]-montmorillonite. Chem. Eng. J. 193-194, 21–30. doi: 10.1016/j.cej.2012.03.065

 Valle, H., Sánchez, J., and Rivas, B. L. (2015). Poly (N-vinylpyrrolidone-co-2-acrylamido-2-methylpropanesulfonate sodium): synthesis, characterization, and its potential application for the removal of metal ions from aqueous solution. J. Appl. Polym. Sci. 132, 41272. doi: 10.1002/app.41272

 Vatutsina, O. M., Soldatov, V. S., Sokolova, V. I., Johann, J., Bissen, M., and Weissenbacher, A. (2007). A new hybrid (polymer/inorganic) fibrous sorbent for arsenic removal from drinking water. Reactive Funct. Polym. 67, 184–201. doi: 10.1016/j.reactfunctpolym.2006.10.009

 Vuković, G. D., Marinković, A. D., Škapin, S. D., Ristić, M. T., Aleksić, R., Perić-Grujić, A. A., et al. (2011). Removal of lead from water by amino modified multi-walled carbon nanotubes. Chem. Eng. J. 173, 855–865. doi: 10.1016/j.cej.2011.08.036

 Wang, X., Fan, Q., Yu, S., Chen, Z., Ai, Y., Sun, Y., et al. (2016). High sorption of U(VI) on graphene oxides studied by batch experimental and theoretical calculations. Chem. Eng. J. 287, 448–455. doi: 10.1016/j.cej.2015.11.066

 Wen, J., and Wilkes, G. L. (1996). Organic/Inorganic hybrid network materials by the Sol–Gel approach. Chem. Mater. 8, 1667–1681. doi: 10.1021/cm9601143

 Xu, Y., Axe, L., Yee, N., and Dyer, J. A. (2006). Bidentate complexation modeling of heavy metal adsorption and competition on goethite. Environ. Sci. Tech. 40, 2213–2218. doi: 10.1021/es051916e

 Yuan, Y., Zhang, G., Li, Y., Zhang, G., Zhang, F., and Fan, X. (2013). Poly(amidoamine) modified graphene oxide as an efficient adsorbent for heavy metal ions. Polym. Chem. 4, 2164–2167. doi: 10.1039/c3py21128b

 Yuksel, S., Rivas, B. L., Sánchez, J., Mansilla, H. D., Yañez, J., Kochifas, P., et al. (2014). Water-soluble polymer and photocatalysis for arsenic removal. J. Appl. Polym. Sci. 131, 40871. doi: 10.1002/APP.40871

 Zagorodni, A. A. (2007). Ion Exchange Materials Properties and Applications. Amsterdam: Elsevier BV.

 Zang, Z., Hu, Z., Li, Z., He, Q., and Chang, X. (2009). Synthesis, characterization and application of ethylenediamine-modified multiwalled carbon nanotubes for selective solid-phase extraction and preconcentration of metal ions. J. Hazard. Mater. 172, 958–963. doi: 10.1016/j.jhazmat.2009.07.078

 Zhang, J., Chen, H., and Wang, A. (2005). Study on superabsorbent composite. III. swellin behaviors of polyacrylamide/attapulgite composite based on acidified attapulgite and organo-attapulgite. Eur. Polym. J. 41, 2434–2442. doi: 10.1016/j.eurpolymj.2005.03.022

 Zhang, Q., Du, Q., Hua, M., Jiao, T., Gao, F., and Pan, B. (2013a). Sorption enhancement of lead ions from water by surface charged polystyrene-supported nano-zirconium oxide composites. Environ. Sci. Technol. 47, 6536–6544. doi: 10.1021/es400919t

 Zhang, Y., and Li, Z. (2017). Heavy metals removal using hydrogel-supported nanosized hydrous ferric oxide: synthesis, characterization, and mechanism. Sci. Total Environ. 580, 776–786. doi: 10.1016/j.scitotenv.2016.12.024

 Zhang, Y., Wang, X., Liu, J., and Wu, L. (2013b). Removal of copper (Cu2+) from water using novel hybrid adsorbents: kinetics and isotherms. J. Chem. Eng. Data 58, 1141–1150. doi: 10.1021/je301168m

 Zhang, Y., Wu, B., Xu, H., Liu, H., Wang, M., He, Y., et al. (2016). Nanomaterials-enabled water and wastewater treatment. NanoImpact 3, 22–39. doi: 10.1016/j.impact.2016.09.004

 Zhao, X., Lv, L., Pan, B., Zhang, W., Zhang, S., and Zhang, Q. (2011). Polymer-supported nanocomposites for environmental application: a review. Chem. Eng. J. 170, 381–394. doi: 10.1016/j.cej.2011.02.071

 Zheng, Y., Li, P., Zhang, J., and Wang, A. (2007). Study on superabsorbent composite XVI. Synthesis, characterization and swelling behaviors of poly(sodium acrylate)/vermiculite superabsorbent composites. Eur. Polym. J. 43, 1691–1698. doi: 10.1016/j.eurpolymj.2007.02.023

 Zhou, L., Wang, Y., Liu, Z., and Huang, Q. (2009). Characteristics of equilibrium, kinetics studies for adsorption of Hg(II), Cu(II), and Ni(II) ions by thiourea-modified magnetic chitosan microspheres. J. Hazard. Mater. 161, 995–1002. doi: 10.1016/j.jhazmat.2008.04.078

Conflict of Interest Statement: The authors declare that the research was conducted in the absence of any commercial or financial relationships that could be construed as a potential conflict of interest.

Copyright © 2018 Rivas, Urbano and Sánchez. This is an open-access article distributed under the terms of the Creative Commons Attribution License (CC BY). The use, distribution or reproduction in other forums is permitted, provided the original author(s) and the copyright owner(s) are credited and that the original publication in this journal is cited, in accordance with accepted academic practice. No use, distribution or reproduction is permitted which does not comply with these terms.

OPS/images/fchem-06-00320-t001.jpg
Metal oxide

AiOg

TiO, (P25)

202

Si0g (stober)
Fez03 (maghemite)
Fe0y (hematite)
FeO(OH) (goetite)

PHpze

80-92
65-7.0
~6.7
<30
6.4-75
7.0-88
65-9.4





OPS/images/fchem-06-00320-t002.jpg
Molar ratio Mol of Mol of P(CIVBTA)  P(CIAETA)

polymer:As(V) polymer As(V) R(%), pH=8 R(%),pH=8
@1:1) 7x1075 2251074 700 84.0
(20:1) 7x1075  3.45x 1075 100.0 1000
(20:1) 2x107%  1.00x 1075 100.0 1000
(10:1) 7x10°5  690x 1070 880 59.0
(6:1) 7x10°%  112x 1078 770 60.0

:1) 7x1075 225 1075 540 14.0






OPS/images/fchem-06-00320-g003.gif
..............

.............





OPS/images/fchem-06-00320-g004.gif
......





OPS/images/inline_1.gif





OPS/images/inline_2.gif





OPS/images/fchem-06-00320-g001.gif
Functionel water- Croselinked LR Tanston. ASYTESH.
Solube poymer functiond poymer (ranojcompostie ybria

Sk B E

X Functonsi goup e Putymer © Crossiing point ® Nomoparscle. s Ol netaerk





OPS/images/fchem-06-00320-g002.gif
G, oy B, 3,3
FozTe





OPS/images/cover.jpg
’ frontiers
in Chemistry

Water-Soluble and Insoluble
Polymers, Nanoparticles,
Nanocomposites and Hybrids With
Ability to Remove Hazardous
Inorganic Pollutants in Water









OPS/images/crossmark.jpg
©

2

i

|





OPS/images/logo.jpg
, frontiers
in Chemistry





